
CONCRETE TESTING
CONSISTENCY - SLUMP TEST - AS1012.3.1

Method for determining the slump of concrete when the nominal size of aggregate does not exceed 40mm.

APPARATUS AS10123.1.4 - SLUMP SET CONSISTS OF:
4.1 - CL10010 - Slump Cone
4.2 - CL10012 - Tamping Rod
4.3 - 6020 - Slump Scoop
4.4 - CL10019 - Slump Plate
4.5 - CL10013 - Steel Rule
CL10018 - Slump Tray
CL10016 – Funnel
CL10816 - Galvanised Bucket
PT50R-050 - Dial Thermometer

Accessories:
CL10022 - Folding Table
CL10011 - Wooden Trowel
CL10014 - Slump Scoop
CL10014.4 - Slump Scoop
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